MIL-STD-731 — Quality of Wood Members for
Containers and Pallets

Subject/Scope:

This standard covers quality requirements for three classes of wood members
employed in the construction of boxes, crates, pallets, and blocking and bracing within
containers for domestic and overseas shipment..
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Red text has been added to the document or modifies the document since its final version was officially published.

Soft Conversion of Imperial to Metric

Conversions, when made, consider materials that are available in metric or imperial sizes rather than converting

sizes exactly. For example: Panelboard (plywood) in the US is typically 4 feet X 8 feet (1220 x 2440 mm) while
panelboard in metric countries is typically 1200 X 2400 mm. Since the standard was developed based on readily
available materials these variations in material sizes could not have been practically considered.
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