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Soft Conversion of Imperial to Metric 
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PPP-B-601H  
May 22 1989  
SUPERSEDING  
PPP-B-601G  
October 21 1981  

 

FEDERAL SPECIFICATION 
BOXES, WOOD, CLEATED-PLYWOOD 

 

 

This specification is approved by the Commissioner, Federal Supply Service, General Services 

Administration, for the use of all Federal agencies. 

 

1. SCOPE AND CLASSIFICATION 

1.1 Scope  

This specification covers the requirements for new wood cleated plywood boxes intended for use as 

containers for domestic and overseas shipment of general materials and supplies (see 6.1).  

1.2 Classification 

1.2.1 Types  

Cleated-plywood boxes shall be of the following types, as specified (see 6.2). 

  
Domest ic type (see 6.1.1)  
Overseas type (see 6.1.2)  

1.2.2 Styles  

Cleated-plywood boxes shall be furnished in the following styles as specified (see 6.2).  
 

Style A  (see figures 1, 2 and 4)  
Style B  (see figures 1, 3 and 5)  
Style I  (see figure 1)  
Style J (see figure 1)  

 

Beneficial comments (recommendations, additions, deletions) and any pertinent data which 

may be of use in improving this document should be addressed to: U.S. Army Natick Research, 

Development, and Engineering Center, Natick, MA 01760-5014 by using the self-addressed 

Standardization Document Improvement Proposal (DD Form 1426) appearing at the end of this 

document or by letter. [No longer valid ς Refer to ASTM D 6251] 

INCH ς Pound 

This document includes Amendment 1 ς The final amendment. 
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AMSC N/A                     FSC 8115  

 

DISTRIBUTION STATEMENT A. Approved for public release; distribution is unlimited. 

 

1.2.3 Grades 

Unless otherwise specified (see 6.2), the boxes furnished shall be grade B.  

 

Grade A - with preservative treatment  

Grade B - without preservative treatment or fire retardant treatment  

Grade C - with fire retardant treatment  

1.2.4 Types of  loads  

The boxes shall be furnished for the shipment of type 1 (easy), type 2 (average) and type 3 (difficult) 

loads, as specified (see 6.2 and 6.3),  

1.2.5 Unnai led closure option 

When specified (see 6.2), style A or B boxes shall have the top panel modified as specified in 3.2.4 

and closed with flat steel strapping as specified in the appendix. Securing the top panel to the box 

with other than flat steel strapping shall be prohibited.  

1.3 Part number  

Specification part number for items described in this specification will be formulated as shown in 

6.5.  

 

2. APPLICABLE DOCUMENTS  

2.1 Government documents  

Unless otherwise specified, the following documents of the issue in effect on date of invitation for 

bids or request for proposal form a part of this specification to the extent specified herein.  

  
Federal Specif icat ions :  
 
FF-N-105 -  Nai ls ,  Brads, Staples and Spikes:  W ire, Cut and Wrought  
 
TT-W -572 -  Wood Preservat ive: W ater -Repel lent  
  

 
 

http://www.woodencrates.org/standards/FF-N-105.pdf
http://www.woodencrates.org/standards/TT-W-572.pdf
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Federal Standard:   
 

FED-STD-123 -  Mark ing for  Shipment (Civi l  Agenc ies)  
 

(Activities outside the Federal Government may obtain copies of Federal specifications, standards, 

and commercial item descriptions as outlined under General Information in the Index of Federal 

Specifications, Standards and Commercial Item Descriptions. The Index, which includes cumulative 

bimonthly supplements as issued, is for sale on a subscription basis by the Superintendent of 

Documents, U.S. Government Printing Office, Washington, DC 20402).  

 

(Single copies of this specification, and other Federal specifications and commercial item 

descriptions required by activities outside the Federal Government for bidding purposes are 

available without charge from General Services Administration Business Service Centers in Boston, 

MA; New York, NY; Philadelphia, PA; Washington, DC; Atlanta, GA; Chicago, IL; Kansas City, MO; Fort 

Worth, TX; Houston, TX; Denver, CO; San Francisco, CA; Los Angeles, CA; and Seattle, WA.)  

 

(Federal Government activities may obtain copies of Federal standardization documents and the 

Index of Federal Specifications, Standards and Commercial Item Descriptions from established 

distribution points in their agencies).  

 
Military Specif ications :   

 
MIL-L-19140 -  Lumber  and Plywood, Fire -Retardant Treated  

 
Military Standards;  

 

MIL-STD-105 - Sampling Procedures and Tables for  Inspection by Attributes  

 

MIL-STD-129  -   Marking for Shipment and Storage  

 

MIL-STD-731  -   Quality of Wood Members for Containers and Pallets 

  

(Copies of Military specifications and standards required by contractors in connection with specific 

procurement functions should be obtained from the procuring activity or as directed by the 

contracting activity.)  

 
Federal Regulat ion:   
 

US Department of  Commerce Publicat ions  
  

PS-1 -  Construction and Industrial Plywood 

http://www.woodencrates.org/standards/FED-STD-123.pdf
http://www.woodencrates.org/standards/MIL-L-19140.pdf
http://www.woodencrates.org/standards/MIL-STD-105.pdf
http://www.woodencrates.org/standards/MIL-STD-129.pdf
http://www.woodencrates.org/standards/MIL-STD-731.pdf
http://www.woodencrates.org/standards/PS-1.pdf
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(Copies may be obtained from the Superintendent of Documents, U.S. Government Printing Office, 

Washington, DC 20402.)  

2.2 Other publications  

The following documents form a part of this specification to the extent specified herein. Unless a 

specific issue is identified the issue in effect on date of invitation for bid or request for proposal shall 

apply.  

 
American Nat ional  Standards Institute (ANSI)  

  
HPMA-HP 1983 -   Plywood 

 

(Copies are available for a fee at the American National Standards Institute, Inc., 1430 Broadway, 

New York, NY 10018.)  

 
American Society for Test ing and Materials (ASTM)  

 

D 3951 - Standard Practice for Commercial Packaging 

 

(Application for copies should be addressed to the American Society for Testing and Materials, 1916 

Race Street, Philadelphia, PA 19103-1187.)  

 
Standard Grading Rules for Canadian Lumber  

 

(Application for copies should be addressed to the National Lumber Grades Authority, 1055 W. 

Hastings Street, Vancouver , B.C., Canada.)  

 
 

Standard Grading Rules for Northeastern Lumber  
 

(Application for copies should be addressed to the Northeastern Lumber Manufacturers Association, 

Inc., Glens Falls, NY 12801.)  

 
Official  Grading Rules for Eastern Pine  

 

(Application for copies should be addressed to the Northern Hardwood and Pine Manufacturers 

Association, Inc., Suite 207, Northern Building, Green Bay, WI 54301.)  

 
Standard Grading Rules for Southern Pine Lumber  

 

(Application for copies should be addressed to the Southern Pine Inspection Bureau, Pensacola, FL 

32500.)  

http://www.woodencrates.org/standards-order.php
http://www.woodencrates.org/standards-order.php
http://www.woodencrates.org/standards-order.php
http://www.woodencrates.org/standards-order.php
http://www.nlga.org/
http://www.nelma.org/
http://www.spib.org/
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Standard Grading Rules for West  Coast  Lumber  

 

(Application for copies should be addressed to the West Coast Lumber Inspection Bureau, Portland, 

OR 97200.)  

 
Grading Rules for Western Lumber  

 

(Application for copies should be addressed to the Western Wood Products Association, 1500 Yeon 

Building, Portland, OR 97204.)  

 
Grading Rules for Northern Hardwood and Pine Manufacturing Associat ion, 

Inc.  
 

(Application for copies should be addressed to the Northern Hardwood and Pine Mfg. Association, 

Inc., Suite 207, Northern Building, Green Bay, WI 54301.)  

 

(Technical society and technical association documents are generally available for reference from 

libraries. They are also distributed among technical groups and using Federal agencies.)  

 

2.3 Order of precedence  

In the event of a conflict between the text of this specification and the references cited herein, the 

text of this specification shall take precedence. Nothing in this specification, however, shall 

supersede applicable laws and regulations unless a specific exemption has been obtained.  

 

3. REQUIREMENTS  

3.1 Material (see 6.7.)  

3.1.1 Plywood for panels  

Plywood used in the fabrication of panels shall be in accordance with the commercial standards in 

table I. The thickness of the plywood shall be as specified in table II or III. Plywood having holes 

extending through more than two plies shall be prohibited for use as box panels. When the plywood 

is specified to be surface treated with water repellent wood preservative, the treatment shall be as 

specified in 3.7.  

 
TABLE I .  Plywood PS-1 and HPM A HP 1983 commercial  standards 1  

 

Box type PS-1 HPM A-HP 1983 

Domest ic  C-D Type I I I ,  grade 3-4 

http://www.wclib.org/
http://www.wwpa.org/
http://www.woodencrates.org/standards/PS-1.pdf
http://www.woodencrates.org/standards-order.php
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Overseas  C-D 
wi th exter ior  g lue  

Type I ,  grade 3-4 
 

 

1. Plywood is furnished unsanded. If smooth finish or sanded panels are required, appropriate 
sanded grades should be specified in the contract (see 6.2).  

 

2. End grain joints shall be prohibited for grade 4 veneers.  
 

3.1.2 Lumber for cleats  

Lumber for cleats used in the fabrication of plywood boxes shall conform to the following 

requirements of MIL-STD-731, quality classification class 2 or in accordance with table la, as 

specified (see 6.2). The thickness and width of cleats shall be as shown in table II or III, as applicable. 

Unless otherwise specified in 3.1.2.1, filler cleats shall be either the same length as the distance 

between the through cleats or approximately 1/8 inch shorter on each end (see figure 4, inserts A1-

A4). When the cleats are to be surface treated with water repellent wood preservative, the 

treatment shall be as specified in 3.7 (see 6.2) and shall be accomplished prior to use of the cleats in 

panel fabrication.  

 
TABLE la. Commercial  standards for lumber (see 2.2)  

 

Rules Grade 1 /  9 /  

CL 2/  Construct ion  L ight  Framing 

NELMA 3/  "  "  "  

NHPMA 4/  "  "  "  

SPIB 5/  "  "  "  

WCLIB 6/  "  "  "  

WWPA 7/ "  "  "  

NHPMA 8/  "  "  "  

1 / Structural (str.) design values greater 12.5%) than Str. No. 3, but slightly (10%) less than 
Str. No. 2.  

2 / Standard grading rules for Canadian lumber.  

3 / Standard grading rules for Northeastern lumber.  

4 / Official grading rules for Eastern white pine, Norway pine, Jack pine, Eastern spruce, 
Balsam fir, Eastern hemlock and tamarack.  

5 / Standard grading rules for Southern pine lumber.  

6 / Standard grading rules for West Coast lumber.  

7 / Standard grading rules for Western lumber.  

8 / Standard grading rules for Northern Hardwood and Pine Manufacturing Association, Inc.  

http://www.woodencrates.org/standards/MIL-STD-731.pdf
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9 / Wood shall be completely free of bark to prevent spread of Oak Wilt disease.  

3.1.2.1 Drainage for overseas type,  styles A and B boxes  

 

Filler edge cleats on top and bottom panels, except on top only when box is provided with skids, 

shall be either the same length as the distance between the through edge cleats or approximately 

1/4 inch shorter on each end. When the filler cleats are the same length as the distance between 

the through edge cleats, each end shall be either cut at an angle or notched to provide a drainage 

area between the filler cleat and the plywood of approximately 1/4 inch by 1/4 inch (see figure 4, 

inserts A1-A4). Provisions for drainage areas are not applicable for cleats placed on the underside of 

the top panels of the unnailed closure style A box.  

 

Table II. Domestic type, requirements for cleats and plywood 

 

 Weight of contents Minimum thickness of 

plywood 5/ 

Size of cleats 1 / 

Thickness width 

Style of box Exceeding Not 

Exceeding 

PS-1 (see 

table ς I ) 

HPMA ς 

HP 1983 

(see table 

I) 3/ 

All wood 

groups 

(incl) 

All wood 

groups 

(incl) 

 Pounds  Pounds Inch Inch Inch Inches 

A, B I and J 0 75 5/16 4 / 6/  1/8 3/4 1-3/8 

A, B I and J 75 150 5/16 4 / 6/  1/8 3/4 1-3/4 

A, B I and J 150 300 5/16 4 / 6/  3/16 4/  3/4 1-3/4 

A, B I and J 300 500 5/16 6/  3/16 3/4 1-3/4 

A, B I and J 500 800 5/16  ¼ 3/4 2-1/4 

A, B I and J 800 1000 3/8 5/16 3/4 2-5/8 
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1 / At no place shall the actual thickness be less than the required thickness, minus 1/16 inch, 
nor the actual width be less than the required width, minus 1/4 inch.  

 

2 / Alternatively low density wood plywood conforming to HPMA-HP 1983 (table I) may be 
used.  

3 / Low density wood plywood conforming to HPMA-HP 1983 (table I) shall not be used.  
 

4 / 3/20 minimum inch thick plywood conforming to type III, grade 4 of HPMA-HP 1983, may 
be used in place of the 5/16 inch (3/20 inch thick plywood is not standard thickness in PS-
1).  

 

5 / Except that commercial tolerances shall apply.  
 

6 / At the option of the supplier, 1/4-inch sanded plywood may be furnished.  
 

3.1.3 Skids  

Lumber used for the fabrication of skids shall conform to the requirements of MIL-STD-731, quality 

classification class 3, or in accordance with table la, as specified (see 6.2).  
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TABLE III Overseas type, requirements for cleats and plywood 

 

Minimum thickness of plywood 6/ 

Weight of contents Types 1 and 2 
loads 

Type 3 load Size of edge cleats for 
all groups 1/ 

Exceeding  Not 
Exceeding 

PS-1 (see table 1)  
 

2/ 

HPMA ï HP 
1983 (See table 

1) 
3/ 

PSï I (see table 1) 
 

2/ 

HPMAïHP 1983 
(See table 1) 
 

3/ 

Thickness Width  

  STYLE STYLE STYLE STYLE   

  A & B I and J 4/ A & B I and 
J 4/ 

A & B I and J 
4/ 

A & B I and J 
4/ 

Pounds Pounds Inch Inch Inch Inch Inch Inch Inch Inch Inch Inches 

0 100 5/16 8/ 3/8 3/16 5/ 5/16 5/16 8/ 3/8 3/16 5/ 5/16 3/4 1- 3/4 

100 200 5/16 8/ 3/8 3/16 5/ 5/16 5/16 8/ 3/8 3/16 5/16 3/4 1-3/4 

200 300 5/16 8/ ½ 3/16  3/8 5/16 15/32 1/4 3/8 3/4 1-3/4 

300 400 5/16 8/ ½ 3/16  3/8 5/16 15/32 1/4 3/8 3/4 1-3/4 

400 500 5/16 8/ ½ 3/16 3/8 5/16 19/32 1/4 1/2 3/4 2-1/4 

500 600 5/16  ½ 1/4 3/8 5/16 19/32 1/4 1/2 3/4 2-5/8 

600 800 3/8 5/8 5/16 1/2 3/8 19/32 5/16 5/8 3/4 3-1/4 

800 1000 3/8 5/8 5/16 1/2 1/2 19/32 3/8 5/8 3/4 3-1/4 
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1 / At no place shall the actual thickness be less than the required thickness, minus 1/16 inch, nor 
the actual width be less than the required width, minus 1/4 inch.  

 

2 / Alternatively low density wood plywood conforming to HPMA-HP 1983 (table I) may be used.  
 

3 / Low density wood plywood conforming to HPMA-HP 1983 (table I) shall not be used.  
 

4 / Top and bottom panels of I and J boxes only, all other panels as specified for styles A and B.  
 

5 / Minimum 3/20 inch thick plywood conforming to type I, grade 4 of HPMA-HP 1983, may be 
used in place of the 3/16 inch thick plywood. (3/20 inch thick plywood is not a standard 
thickness in HPMA-HP 1983.)  

 

6 / Except that commercial tolerance shall apply.  
 

 

7 / Maximum weight of contents for Air Force shipments for styles I and J shall be 150 lbs.  
 

8 / At the option of the supplier, 1/4 inch sanded plywood may be furnished.  
 

3.1.4 Fastenings 

3.1.4.1 Nails  

 Nails shall be made of steel wire and shall conform to the requirements of FF-N-105. In addition, nails 

used in the fabrication of panels shall conform to table IV. Nails used in the assembly of boxes shall be 

cement-coated, acid etched, or mechanically deformed (screw type or annular-ring type). Adjacent 

cleated panels shall be fastened together with coolers, sinkers, corkers or box nails using the nail size and 

spacing specified in tables V and VI, as applicable. 

Nails shall be made of steel wire and shall conform to the  

TABLE IV. Nails 

 

Contents 
Nails 

Diameter not less than 

Length (fastening 
plywood to 

cleats) 

http://www.woodencrates.org/standards/FF-N-105.pdf
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Pounds Gage Inch Head, Inch Inch 

0 to 150 15 0.072 13/64 Not less than the 
some of thickness 

of plywood and 
cleat, plus 1/8 inch 

150 to 1000 14 0.080 13/64 

 

 

 

 

TABLE V. Domestic type, sizes and spacing of nails for fastening together adjacent cleated panels 

 

 
Maximum spacing of 
nails all wood groups 

Size of nails for wood groups 1/ 

Cleats 
thickness 

Type1 and 2 
loads 

Type 3 
load 

I II III IV 

Inch Inches Inches Penny Penny Penny Penny 

3 /4 5 4 7 7 7 6 

 

1 / If the nail protrudes through the last edge cleat or splits cleat, than the next smaller size penny nail 
shall be used.  

 

 

TABLE VI Overseas type, and spacing of nails for fastening together adjacent cleated panels 

 

 
Maximum spacing of 
nails all wood groups 

Size of nails for wood groups 1/ 

Cleats 
thickness 

Type1 and 2 
loads 

Type 3 
load 

I II III IV 

Inch  Inches  Inches  Penny  Penny Penny Penny 

3/4 5 4 9 8 7 6 

 

1 / If the nail protrudes through the last edge cleat or splits cleat, than the next smaller size penny nail 
shall be used.  
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3.1.4.2 Staples or wire st itches.  

Staples or wire stitches shall be made of steel wire not less than 0.0625 inch diameter (16 gauge). The 

bearing surface of the crown (the underside) shall be not less than 5/16 inch long.  

3.1.4.3 Single legged fasteners   

Single legged fasteners shall be formed automatically into a nail from sheared off bright, smooth, 

knurled, or helically fluted low-carbon steel or medium carbon steel (stiff-stock) minimum 15 gage 

(0.072) wire and driven subsequently by special machine at rapid rate, with sheared-bevel or sheared-

square point. The nail length, before driving, shall be a minimum of 1/2 inch longer than the thickness of 

the material being joined. The automatic machine for driving shall be provided with needle-point knives, 

J-clinch plate and 1/32 inch counter sink.  

3.1.4.4 Other fasteners  

Other single legged fasteners preformed or formed from wire, may be used to the extent specified in 3.2 

or 3.3.1.2. Steel wire used to form these fasteners shall have a diameter of not less than 0.0625 inch (16 

gauge). If wire other than round wire is used, the cross section area shall be equal to that of 16 gage 

round wire. Points and shanks of these fasteners shall be of a type which, when driven, shall not cause 

splitting of the wood members. These fasteners, when used, shall be driven so as to provide a minimum 

clinch of 1/8 inch. These fasteners shall not be used with plywood less than 1/4 inch thick.  

3.1.4.5 Demountable,  Assembled with Fasteners other than Nails and Screws  

(See figure 3) Fasteners shall conform to figure 3ςA. Other fastener systems capable of passing the tests 
specified in Section 4 may also be used. Procurement documents shall indicate the type of fastener 
desired (see 6.2). 

3.2 Fabrication of panels 

The plywood for each panel of the box shall be secured to the cleats by the use of either nails, staples, 

wire stitches, or other fasteners as specified under 3.1.4 and table IV at the option of the supplier (see 

figure 2 insert All Styles Panel Assembly). When assembling cleats to plywood, and filler or intermediate 

cleats are shorter than the distance between outer edge cleats, the clearance between each end of the 

filler or intermediate cleat and outer cleats shall be approximately equal. When assembling cleats to 

plywood and the ends of the filler or intermediate cleat are cut at an angle or notched, the clear area of 

the cut or notch shall be adjacent to the plywood panel and the end of the filler cleat shall abut the edge 

of the through cleat. When fasteners specified in 3.1.4.4 are used, the fasteners shall be tested in 

accordance with 4.4.1.1. Testing is not required for fasteners specified in 3.1.4.1, 3.1.4.2, and 3.1.4.3 

when used to join plywood to wood in the fabrication of panels. Fasteners specified in 3.1.4.1 may be 

driven through the plywood and cleat in either sequence. Fasteners specified in 3.1.4.2 shall be driven 

through the wood parts in the sequence of plywood to cleats only. Fasteners specified in 3.1.4.3 and 

3.1.4.4 shall pass through the wood parts in the sequence of cleat to plywood only. Except as specified in 

3.1.4.3 fasteners shall be of such length that a clinch of not less than 1/8 inch is produced. Shiners 

(protrusion of fastener points) shall not be permitted. Convergent or divergent staples that are of the 

specified length (not less than the sum of the thicknesses of plywood and cleat, plus 1/8 inch) normally 

will not protrude through the cleats and do not have to be clinched. The bearing surface of the fastener 
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when driven from the plywood into the cleat shall not be over driven more than 1/32 inch or 10% of 

plywood thickness whichever is greater, or, 1/16 inch or 10% of the cleat thickness whichever is greater, 

when driven from the cleat into the plywood. The average spacing of nails or other single leg type 

fasteners lengthwise of the cleat shall not exceed 3 inches between centers. The average spacing of 

crown type fasteners (staples, wire stitches, etc.) lengthwise of the cleat, shall not exceed 3-1/2 inches 

measured between crown centers. The spacing of fasteners specified in 3.1.4.3 shall not exceed 2 inches, 

or shall be in the ratio of not less than 3 to 2 for equivalent nail diameter, or not less than an average of 

1.31 times as many automatically driven wire nails as comparable nails specified in 3.1.4.1. The 

requirements that provide the least spacing between nails shall prevail. The distance between the 

nearest edge of any fastener and the edge of cleat shall not be less than 3/8 inch. Also, the distance 

between the nearest edge of any fastener and end of cleat shall not be less than 3/4 inch nor more than 

1-1/2 inches (see symbol D, figures 2 and 2-A). Fasteners positioned lengthwise of a cleat shall be 

staggered, where possible, so as to form two parallel rows approximately 3/8 inch from the edges of the 

cleat (see figures 2 and 2-A).  

 

3.2.1 Intermediate cleat requirements for panels for domestic and overseas 
type boxes with type 1 or 2 loads (see 6.3)   

When one or both dimensions of a panel measured between the inside edge of edge cleats (unframed 

area) exceeds 24 inches for domestic and overseas type, styles A and B boxes, one or more intermediate 

cleats of the same width and thickness as the edge cleats shall be applied perpendicular to the greater of 

the two dimensions between the edge cleats. The distance between edge cleats which are parallel with 

the intermediate cleats, or between intermediate cleats, shall not exceed 24 inches. When both 

dimensions of a panel (unframed area) exceed 24 inches and are approximately the same dimensions, 

the intermediate cleat(s) shall be perpendicular to the filler edge cleats on the ends, top, and bottom, 

and perpendicular to the through edge cleats on the sides. Regardless of panel size, intermediate cleats 

are not required perpendicular to the required intermediate cleats unless their purpose is for splicing two 

pieces of plywood panels larger than 72 by 48 inches. Intermediate cleats for domestic type and overseas 

type styles I and J shall be as specified (see 6.2). The drainage requirements of intermediate cleats on top 

and bottom panels shall be as specified in 3.1.2.1. for filler edge cleats.  

3.2.1.1 Addit ional cleats  

Any panel of a box having the load concentrated near the center of an unframed area shall be reinforced 

with an additional cleat of the same width and thickness as the edge cleat.  

3.2.2 One and two piece panels  

Bottom panels of boxes not exceeding 72 inches in length or 48 inches in width shall consist of a single 

piece of plywood. Top and bottom panels of style I boxes, regardless of size, shall consist of a single piece 

of plywood. All other panels of all style boxes shall consist of one or two pieces of plywood joined by 

either a lap or butt joint as specified in 3.2.2.1 or 3.2.2.2. Each piece of plywood, in two piece panels, 

shall be not less than 24 inches in length or width. Plywood joints in adjacent panels shall be not closer 
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than 12 inches of being in line with adjacent parallel joints. Adjacent panels may be designed for 

assembly with joints running perpendicular to each other.  

3.2.2.1 Lap joint  

The adjacent edges of the two pieces of plywood shall be lapped not less than 3 inches and fastened by 

metal stitches, as specified in 3.1.4.2, which pass through both pieces and are clinched. There shall be not 

less than two parallel rows of stitches spaced not less than 2 inches apart, and the spacing of the stitches 

in each row shall not exceed 4 inches. The maximum thickness of plywood to be used for this type of joint 

shall be 3/16 inch.  

3.2.2.2  Butt  joint   

The adjacent edges of the two pieces of plywood shall be butted at the mid-width of a joint cleat 

specified in a. and b. and each piece fastened to the cleat. The fastening shall conform to the 

requirements specified for fabrication of panels in 3.2. The length of the joint cleat shall be not less than 

the distance between edge cleats minus 1/8 inch.  

a. Joint cleat for domestic type boxes. The thickness of each joint cleat for domestic type 
boxes shall be the same as the edge cleats. The width of each joint cleat shall be not less 
than 2-1/4 inches, except if the width of the edge cleat is greater than 2-1/4 inches, the 
joint cleat shall be the same width as the edge cleat.  

 

b. Joint cleat for overseas type boxes. The thickness of each joint cleat shall be as specified 
for edge cleats and the width shall be not less than 1-1/3 times the required width of 
the edge cleat, but under no circumstances shall the width of the cleat be less than 2-
1/4 inches.  

3.2.3 Solid wood panels   

Solid wood panels may be used when the box panel length or width dimension is equal to less than the 

sum of three cleat widths. The thickness of the wood member shall be 1/16 inch greater than that 

specified for the cleat thickness for the loads specified in table II and III. When solid wood panels are 

used, plywood inner facing may be omitted.  

3.2.4 Top panel modificat ion for unnai l ed closure, style A or B boxes  

The top panel of style A boxes shall be modified by providing through edge cleats and filler edge cleats on 

the underside of the panel (see figure 1A). The top panel of style 3 boxes shall be modified by providing 

through edge cleats only on the underside of the panel. The underside cleats shall be of the same width 

and thickness as required for the outer cleats. The underside cleats shall be positioned on the panel so 

the cleat edges fit snugly within the applicable side and end panels of the box. Intermediate or 

reinforcing cleats required for the top panel of the style A or B box are not applicable for cleating the 

underside of the panel.  
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3.3 Assembly of the box and skid requirements for both as sembled and 
knocked-down boxes 

3.3.1 Nail ing 

Each nail fastening the plywood and edge cleat of a panel to the edge cleat of an adjacent panel shall be 

spaced as specified in table V or VI, as applicable, for the thickness of the cleats used (see symbol 

identification "S" of box assembly, figures 2 and 2-A). Boxes assembled with the box nails specified in 

3.1.4.1 shall have approximately 10 percent more nails than boxes assembled with cooler or sinker nails. 

When cleats used are 2-1/4 inches or more in width, 2 nails shall be driven through the cleat near the end 

into the side of the appropriate cleat on the abutting panel (see figures 2 and 3)  

3.3.1.1 Nail ing uncleated plywood 

For box styles I and J, the uncleated edges of the plywood panel shall be fastened to the cleat on the 

adjacent panel by nails passing through the plywood and into the cleat. Nails shall be spaced not more 

than 3 inches apart. Nails shall be not less than 1 inch longer than the thickness of the plywood through 

which the nail passes for domestic type and not less than 1-3/8 inches longer for overseas type.  

3.3.1.2 Staples,  wire st itches,  single leg, or other fasteners  

When staples, wire stitches, single leg, or other fasteners are used in the assembly of the box, the 

fasteners shall be tested in accordance with 4.4.1. 

3.3.1.3 Demountable,  Assemble with Fasteners other than Nails and Screws   

The corner closure system consists of 5 items:  1 ea. of the HBS I corner plate, 2 ea. of the HBS III strike 
catch and 2 ea. of the HBS IV spring clips. The edge closure system is made of 3 items:  1 ea. of the HBS II 
bracket/angle, 1 ea. of the HBS III strike catch and 1 ea. of the HBS IV spring clip. Installation of both the 
HBS I corner plate and the HBS II bracket/angle is self-locating. Place the plate flange snug against the 
wood edge of the panel. There are no counterbores under either the HBS I or HBS II. Installation of the 
HBS 111 strike\catch requires, first, a counterbore 1-1/2 dia. x 1/4 inches deep drilled 1-1/2 inches from 
the edge of the wood panel and centered opposite the Corresponding HBS I and HBS II plate, aligning the 
center of the counterbore with the center of the rectangular hole in the opposing HBS I or HBS II plate. 
 
Place the HBS III strike/catch over the counterbore so that the flat portion of the plate extends beyond 
ǘƘŜ ǇŀƴŜƭ ŜŘƎŜ ōȅ оκуέ (see figure 3-A). Square and align the HBS III strike/catch plate with the opposing 
HBS I or HBS II plates and secure all plates ǿƛǘƘ ǿƻƻŘ ǎŎǊŜǿǎΦ 9ŀŎƘ ǇƭŀǘŜ ǊŜǉǳƛǊŜǎ п ǿƻƻŘ ǎŎǊŜǿǎ όоκпέ 
pan head #10 screws are preferred) (see Figure 3-B). Spring clips shall be securely inserted in the HBS I 
corner plate and HBS II bracket/ angle plates with the hook end, thus preventing loss of the spring clips 
when the panels are disassembled. The distance between any two fastening systems shall not exceed 
олέΦ To assemble, hook short leg of spring clip into square hole of plate and strike with hammer or rubber 
mallet to engage long leg of spring clip into opposing plate. To disassemble, insert a screwdriver behind 
loop in long leg of spring clip and exert pressure (see figure 3ςC). 

3.3.2 Staples,  wire st itches,  single leg, or other fasteners  

When staples, wire stitches, single leg, or other fasteners are used in the assembly of the box, the 

fasteners shall be tested in accordance with 4.4.1.  
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3.3.3 Style 

Each assembled box shall be in agreement with figure 1 for the style of box specified.  

3.4 Skid  

Unless otherwise specified (see 6.2), each box intended for use with loads having a gross weight in excess 

of 200 pounds or when the box gross weight exceeds 100 pounds and both the length and width 

dimensions exceed 48 inches by 24 inches respectively, then each box shall be provided with a minimum 

of two skids. Additional skids shall be provided when the distance between skids, measured between the 

inside edges exceeds 48 inches. Additional skids, as required, shall be positioned so as to divide the area 

between the end skids into units of equal space. When bolt holes are provided in an end item or 

equipment, additional skids, if required, shall be located so as to enable the item to be bolted to the 

skids. The skids or built up skids and rubbing strips shall be a minimum of 2-1/2 inches high and 3-1/2 

inches wide. The skids shall be placed parallel to and extend the full width of the box, (the shortest 

dimension of the bottom of the box) and shall be set not less than 2-1/2 inches or more than 1/6 the box 

length from each end. When skids only are used, when specified (see 6.2), a bevel of 45° (+5°) will be 

applied to the 3/4 inch portion of the skid ends. When rubbing strips are used in conjunction with skids, 

the skid ends will not be beveled and the rubbing strips will be set back from the ends of the skids a 

distance of 2-1/2 to 4 inches to allow for sling placement. When 4-way fork entry is required (see 6.2), 

skids shall be nominal 4x4, placed lengthwise not less than 1-1/2 inches nor more than 2-1/2 inches from 

the container sides and cut out a minimum of 2 inches in depth and of such width as to accommodate 

forks and slings for handling. When specified (see 6.2), 4-way fork entry shall be accomplished with built-

up skids and rubbing strips having minimum dimensions of 3-1/2 inches in width and 4 inches in height 

with the cutouts being not less than 1-1/2 inches in depth. When skids are used, strapping is required. 

Each skid shall be notched sufficiently to provide clearance for strapping. Filler cleats of the same 

thickness as the end or side cleats of the bottom panel and not less than the width of the skids shall be 

provided between each skid and the bottom panel of the shipping container. Filler cleats shall not be 

required for style I boxes. The skids shall be secured to the box by nails conforming to type II, style 18 of 

FF-N-105, and of such length as to penetrate a minimum of 3/4 the skid thickness. These nails shall not 

protrude through the bottom surface of the skid. The nails shall be arranged in two rows in a staggered 

pattern, with spacing between nails in each row to be not more than 6 inches. Each row of nails shall be 

approximately 1/2 inch from the edge of the skid, and the nailing pattern shall begin and end 

approximately 1-1/2 inches from the end of each skid and shall not be nailed through the strap notch.  

3.5 Container manufacturer's identification  

Unless otherwise specified (see 6.2), each plywood box shall be marked with the specification number, 

box type, box manufacturer's name and address, maximum weight of contents, and type of load. All 

markings shall be limited to an area of 24 square inches and shall be placed in a low corner of a side panel 

in letters approximately 5/16 inch high, except that the box specification number shall be in letters 

approximately 3/4 inch high. These markings shall be arranged in the following pattern as closely as 

possible: 
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Fed. Spec. PPP-B-601  

Box manufacturer's name and address  

Maximum weight of contents (lbs.)  

Box type  

Type of load  

Mod (When required, to designate that the box is in accordance with the specification 

requirements except for modification authorized in the contract or order.)  

3.6 Assembly, closure, and strapping of f i l led boxes  

Where this specification is referenced as a requirement for the shipping of an item or items in a contract, 

order or specification, the requirements of the appendix shall be a mandatory part of this specification.  

3.7 Water-repellent preservat ive treatment  

When grade A boxes are specified (see 6.2), the plywood shall be treated with a water-repellent 

preservative conforming to TT-W-572, composition C or D, solubilized solvent based, in such a manner 

that the plywood absorbs not less than 10 grams per square foot (2.2 pounds per 100 square feet (see 

6.6). When sanded plywood is specified (see table I and 6.2), the plywood shall be sanded prior to surface 

treatment. Wood cleats shall be preserved by immersing for a minimum of three minutes in wood 

preservative conforming to composition C or D, solubilized solvent based, of TT-W-572. When boxes are 

painted, wood preservation shall be accomplished prior to application of paint.  

3.7.1 Dryness of  preservat ive  

The box parts when procured in a knock-down (KD) or a complete box, shall, after preservation, be dry as 

evidenced by the absence of discoloration of red oil soluble dye when tested as specified in 4.4.2.  

3.8 Fire Retardant  

When specified, Grade C boxes shall be constructed of wood treated in accordance with MIL-L-19140.  

3.9 Dimensions 

Dimensions of the box shall be as specified (see 6.2). Dimensions shall be given in the sequence of length, 

width and depth and shall be the inside measurements. Measurements shall be panel to panel. The first 

two dimensions shall be the open face of the box. A tolerance of plus or minus 1/8 inch shall be 

permitted in the dimensions.  

3.10 Workmanship 

No portion of the bearing surface of a fastener shall protrude above the surface of the plywood or cleat, 

nor shall it be overdriven more than 1/32 inch below the surface of the plywood. Fasteners shall not be 

visibly deformed except where they are clinched. The plywood shall be cut square and at no point shall 

the edge of the plywood extend more than 1/16 inch over or 1/4 inch under the panel size as determined 

http://www.woodencrates.org/standards/TT-W-572.pdf
http://www.woodencrates.org/standards/MIL-L-19140.pdf
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by the cleat assembly. The boxes shall conform to the quality of product established by this specification 

and the occurrence of defects shall not exceed the applicable acceptable quality levels.  

 

4. QUALITY ASSURANCE PROVISIONS  

4.1 Responsibility for inspection  

Unless otherwise specified in the contract or purchase order, the contractor is responsible for the 

performance of all inspection requirements as specified herein. Except as otherwise specified in the 

contract of purchase order, the contractor may use his own or any other facilities suitable for the 

performance of the inspection requirements specified herein, unless disapproved by the Government. 

The Government reserves the right to perform any of the inspections set forth in this specification where 

such inspections are deemed necessary to assure supplies and services conform to prescribed 

requirements. 

4.1.1 Responsibil i ty for compliance  

All items must meet all requirements of sections 3 and 5. The inspection set forth in this specification 

shall become a part of the contractor's overall inspection system or quality program. The absence of any 

inspection requirements in the specification shall not relieve the contractor of the responsibility of 

assuring that all products or supplies submitted to the Government for acceptance comply with all 

requirements of the contract. Sampling in quality conformance does not authorize submission of known 

defective material either indicated or actual, nor does it commit the Government to acceptance of 

defective material.  

4.1.2 Responsibil i ty for dimensional  requirements  

Unless otherwise specified in the contract or purchase order, the contractor is responsible for assuring 

that all specified dimensions have been met. When dimensions cannot be examined on the end item, 

inspection shall be made at any point or at all points in the manufacturing process necessary to assure 

compliance with all dimensional requirements.  

4.2 Quality conformance inspection  

Unless otherwise specified, sampling for Inspection shall be performed in accordance with MIL-STD-105.  

4.2.1 Component and mater ia l inspect ion  

In accordance with 4.1, components and materials shall be inspected in accordance with all the 

requirements of referenced specifications unless otherwise excluded, amended, modified, or qualified in 

this specification or applicable purchase document.  

4.2.1.1 Fastener test ing  

Fasteners furnished in accordance with 3.1.4.4 shall be tested as specified in 4.4.1.  
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4.3 End item inspection  

4.3.1 End item visual  examination  

The boxes shall be examined for defects listed in table VII. The lot size shall be expressed in units of boxes 

of the same type, style, grade, (when applicable), and size offered for inspection at one time. The sample 

unit shall be one box and itsΩ top. The inspection level shall be S-4. The acceptable quality level (AQL) 

expressed in terms of defects per hundred units, shall be 4.0 for major defects and 10 for total (major 

and minor combined) defects. 

 
TABLE VII.  End item visual defects 

 

Examine Defect 
Classification 

 

  Major Minor 

Panels  Panel up to including 48 - inch width by 72-inch length made up of 
more than one piece of plywood and plywood joints are in line in 
adjacent panels  
 
Note: Panels which exceed either of the above dimensions may be 
of one or two pieces and lap or butt joined. 

 
 
 
 
 
 

 

X 
 
 
 
 
 
 

Lap joint of two - pieces panels less than      three inches and either 
piece greater than 3/16 inch in thickness 

 X 
 

Two piece top panels on style I and J box X  

Lap joint not secured as specified X  

Fastening not parallel  X 

Fastening spacing more than specified. X  

Butt joint of two piece panel not secured with wood cleat centered 
over joint 

X 
 

 

Cleat not fastened to each piece of panel as required in 3.2 for 
fabrication of panels 

X 
 

 

Joint cleat for domestic type box or for overseas type box, as 
applicable not as specified in 3.2.2.2 

X  

Construction 
of panel  

Cleat not properly positioned  X  

Cleat not sufficient length   X 

Intermediate or additional cleat missing where required in 3.2.1 and 
3.2.1.1   

X  

Assembly not in true alignment     X 

Staple or other fastener not fully and securely driven through h 
adjoining remembers, as specified.   

X  

Staple leg or other fastener point not completely clinched 1/32 or 
1/8 inch, as applicable.  

X  
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Protrusion of fastener point (Shiner) through side of cleat X  

Fastener does not pass through plywood and cleat and plywood as 
applicable 

 
X 

 

Bearing surface of crown or nail head overdriven in excess of 1/3 
inch or 10 percent of plywood thickness, whichever is greater 

X  

Top panels for unnailed closure style A or b boxes not modified as 
specified 

X  

Box Not type, style and grade box specified X  

Spacing between metal fasteners in excess of maximum length 
specified   

 X 

Fasteners positioned lengthwise of cleats not staggered where 
possible to from two parallel rows 

 X 

Less than  3/8 inch between nearest edge of faster and edge of 
cleat  

X  

Unnailed closure style A or B box closed by means other  than flat 
steel strapping 

X  

Skids Skids not as specified or placed as specified X  

Material Fasteners not type and size specified : not cement coated ,acid 
etched or mechanically deformed as applicable 

X  

Plywood less than specified thickness  X  

Cleats less than specified width and thickness X  

Manufacturer's 
identification  

Omitted; incomplete; incorrect; illegible; of improper size or location   X 

 

4.3.2 Packaging examinat ion 

The fully packaged end items shall be examined for the defects listed below. The lot size shall be 

expressed in units of shipping containers. The sample unit shall be one shipping container fully packaged. 

The inspection level shall be S-2 and the AQL, expressed in terms of defects per hundred units, shall be 

2.5.  

 
 

Examine Defect  

Marking (exterior and 
interior) 

Omitted; incorrect; illegible; of improper size, location, sequence, or 
method of application.  

Materials  Any component missing, damaged, or not as specified.  

Workmanship  Inadequate application of components, such as:  

ï Incomplete sealing or closures of flap, improper taping, loose 
strapping of inadequate stapling. 

ï Bulged or distorted container. 

Content  Number per container is more or less than required.  
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4.4 Methods of inspection 

4.4.1 Component tests for fasteners  

4.4.1.1 General  

The tests in 4.4.1.2 and 4.4.1.3 are intended to indicate the re lat ive performance of  
var ious types of  fas teners when used in the fabr icat ion of  wood c leated p lywood boxes.  
Since these tests  are comparat ive in nature, the appropr iate cement coated nai l  
des ignated in 3.1.4.1 and of  s ize spec if ied for  the purpose in table IV, V or VI must be 
tes ted concurrent ly wi th the al ternate fasteners  being cons idered to replace i t .  F ive 
tes t specimens are required for each var iety of  fasteners to be evaluated. Unless 
otherwise specif ied herein, these spec imens shal l  be prepared f rom the same th ickness  
and group of  wood as wi l l  be employed in fabr icat ing the boxes and the width of  the 
representat ive c leat sect ions of  the test spec imen shal l  be the same as that spec if ied 
for  the conta iner in which the fas teners are p lanned to be used. No tes t spec imen shal l  
contain spl i t  members. Nai ls and other fastenings shal l  be dr iven so that neither the  
head nor the point wi l l  project above the surface of  the wood (except for  the purpo se of  
c l inching where required). Spec imens shal l  be cut and fabr icated so that only s ide -
gra in nai l ing results .  Each of  the tes ts shal l  be performed on a compress ion tes ter  
equipped wi th an autographic recorder for  produc ing force -def lec t ion curves. The tes t 
f ix tures for  hold ing the tes t spec imen, as i l lustrated in f igures 7 and 10, shal l  be 
des igned so that the appl ied force is perpendicular to the plane of  the test member in  
contact wi th the loading block. Also, the tes t f ix tures and loading b locks shal l  be  
d imensioned to provide c learances suf f ic ient to prevent d irect  contact of  the tes t 
spec imen wi th the platens of  the compress ion tester  at any t ime dur ing test  pr ior  to 

fai lure. The p laten speed shal l  be 0.4 inch per minute ± 0.1 inch per minute. Fai lure  is  
denoted by the complete separat ion of  one member f rom another  in the specimen and 
shal l  be recorded in terms of  the energy required to produce th is separat ion. The 
required "energy-to- fa i lure" value for each tes t spec imen shal l  be determined by 
measur ing the area under the force -def lect ion curve f rom the point of  in i t ia l  loading to 
the fa i lure point.  The average "energy- to- fa i lure" values obta ined wi th the nai ls and 
wi th the other  fasteners shal l  be calculated and this  data used to determine the tota l  
number of  fasteners required. The tota l number of  fasteners shal l  be not less than the 
tota l number of  nai ls that would be required. W hen addi t ional fasteners are required,  
the increase should be l im i ted to the number which can be used wi thout caus ing 
spl i t t ing of  the wood members of  the box dur ing assembly.   

4.4.1.2 Test  of  fasteners for securing cleats to plywood panels  

The test  spec imen shal l  cons is t of  two sect ions of  representat ive c leat stock measur ing 
14 inches in length, each secured wi th a tes t fast ener as shown in f igure 6, to the 
oppos ite edges of  a representat ive container  plywood panel sect ion measur ing 6 by 12 
inches.  The two fas teners used to assemble the spec imen shal l  be located as shown in 
f igure 6 and shal l  be c l inched not less than 1/8 inc h. The test  spec imens shal l  be 
mounted in a tes t f ix ture such as i l lust rated in f igure 7. The tes t f ix ture rests on the  
lower p laten of  the compression tester and the compress ion load is appl ied to the wood 
loading b lock which transmits  the appl ied force t o the spec imen member represent ing  
the conta iner  end sect ion.  
The loading b lock d imensions shal l  be such that  the b lock covers the ent ire area of  the 
spec imen member i t  is  in contact wi th except for  a 1/4 - inch c learance between the 
s ides of  the b lock and the adjacent c leat members. Test ing of  the spec imen shal l  be  
performed as descr ibed in 4.4.1.1.  
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4.4.1.3 Test  of  fasteners for container assembly  

4.4.1.3.1 Lateral  resistance test   

The test spec imen shal l  cons ist  of  two sect ions of  representat ive c leat s to ck, 
measur ing 2-1/4 by 10 inches, each secured wi th one test fas tener as shown in f igure 8 
to the oppos ite edges of  a representat ive container panel sect ion measur ing 6 by 6 
inches. The total of  two tes t fasteners used to assemble the specimen shal l  be loc ated 
as shown in f igure 8. The specimen test f ix ture and the tes t ing procedure shal l  be as  
descr ibed in 4.4.1.1.  

4.4.1.3.2 Direct  withdrawal resistance test   

The test spec imen shal l  consis t of  a sect ion of  representat ive c leat  stock, measur ing 3 
by 10 inches, secured with three tes t fasteners as shown in f igure 9, to a 
representat ive conta iner panel sect ion measur ing 5 by 6 inches. The fasteners used to 
assemble the spec imen shal l  be located as shown in f igure 9.  The tes t spec imens shal l  
be mounted in a test f ix ture such as i l lus trated in f igure 10.  The tes t f ix ture rests on 
the lower  p laten of  the compress ion tester  and the compress ion load is  appl ied to the 
wood loading block which transmits the applied force to the member represent ing the 
container panel  sect ion.  The loading b lock d imensions are such that the b lock covers  
the ent ire area of  the specimen member i t  is  in contact  wi th except for  a 1/4 - inch 
c learance between the s ide wal ls of  the s lot in the wood loading b lock and the adjacent 
paral lel  surfaces of  the test  spec imen.  The depth of  the s lot should be great enough to 
prevent contact of  the loading b lock with the port ion of  the test  spec imen wi th in the 
s lot at any t ime dur ing tes t ing. Test ing of  the spec imen shal l  be performed as 
descr ibed in 4.4.1.1.  

4.4.2 End item test ing  

4.4.2.1 Dryness of preservat ive test  

The complete ly assembled boxes shal l  be tested for dryness of  preservat ive. The lot  
s ize shal l  be expressed in terms of  complete ly assembled boxes.  The sample unit  shal l  
be one complete ly assembled box, and the inspect ion level shal l  be S -4. The 
assembled box shal l  be p laced on e ither end wi th top open. A red o i l  so luble dye 
mixture cons ist ing of  5 par ts by weight  of  red o i l  soluble dye to 95 par ts of  borax (see 
6.4),  shal l  be appl ied a long the inter ior  juncture l ines of  the s ides and bot tom with the 
end panel of  the box. Observat ion shal l  be made for discolorat ion of  the solut ion (red 
or deep p ink) wi th in 5 minutes f rom t ime of  appl icat ion when tested at 50°F or above. 
Discolorat ion of  the solut ion on any sample unit  shal l  be cause for rejec t ion. KD boxes 
shal l  be tested by applying the solut ion to the samples, and observing the d iscolorat ion 
as s tated above. Discolorat ion of  the solut ion on any sample uni t  shal l  be cause for  
rejec t ion of  the lot.   

 

5. PACKAGING  

5.1 Packing  

Pack ing shal l  be level C, or  Commercia l  as spec if ied (see 6.2) .   

5.1.1 Level C  

Boxes are to be shipped complete ly assembled (except for  tops) or knocked down as 
spec if ied (see 6.2) .  The tops for  boxes shipped complete ly assembled,  and panels of  
l ike s izes for  boxes shipped knocked down shal l  be bund led or crated in quant i t ies that  
permit easy loading and handl ing. Boxes shal l  be packed in a manner to insure carr ier  
acceptance and safe del ivery at dest inat ion at the lowest transportat ion rate for  such 
suppl ies .  
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5.1.2 Commercial  packing  

Boxes shal l  be packed in accordance wi th ASTM-D-3951.  
 

5.2 Marking 

In addi t ion to any special  mark ing required by the contract ,  sh ipments shal l  be marked 
in accordance wi th FED-STD-123, ASTM-D-3951 or  MIL-STD-129,  as appl icable.   

 

6. NOTES  

6.1 Intended use 

Boxes covered by th is  spec if icat ion are in tended to be used for domestic  and overseas 
shipment of  general mater ia ls and suppl ies. Styles A and B are ful ly c leated and are 
stronger  than styles I  and J.  Style A lends i tse lf  to  ease in ass embly and opening.  
Style B, wi th i ts  3-way corner construct ion,  has greater s trength than s tyle A but is  
more d if f icu lt  to assemble and open.  Styles I  and J provide greater water shedding 
abi l i t y than style A or  B. The unnailed c losure opt ion for  style A o r B is in tended for  
use where shiners may damage contents or when reuse of  the box is an impor tant  
cons iderat ion.  

6.1.1 Domestic type boxes 

Domest ic type boxes are for  domestic shipments and for of f -shore and overseas 
shipments contemplat ing protected storage a nd commercia l  type handl ing.  

6.1.2 Overseas type boxes 

Overseas type boxes are for  overseas shipments and handl ing in mil i tary supply 
systems, subject to repeated rehandl ing and unprotected storage, and which may a lso 
be subject to extreme cl imat ic hazards and temperature and humidi ty condi t ions such 
as have been exper ienced in combat  operat ions in tropical  ra in forests  (e.g. ,  Southeast  
As ia).   

6.1.3 Shipments of subsistence and clothing  

Shipments of  subs istence or  c loth ing shal l  not be made in boxes fabr icated f rom tox ic-
treated p lywood.  

6.1.4 Shipments of except ional commodities  

For shipments  of  except ional commodit ies ,  contract ing agenc ies may require bet ter  
boxes than those specif ied herein. Where the nature of  the contents is  c lass if ied as 
explos ive or dangerous, the container must conform to the spec if icat ions prescr ibed in 
the Depar tment of  Transpor tat ion Regulat ions Governing Transportat ion of  Explosives 
and other Dangerous Ar t ic les . (The Interstate Commerce Commission Regulat ions 
apply to such art ic les as explos ives, f lammable and corros ive l iqu ids, compressed 
gases, f lammable sol ids,  ox id izing mater ia ls ,  poisons,  etc.)   

6.2 Ordering data 

 
Acquis it ion documents  should spec ify the fo l lowing:  
 

a.  T it le ,  number,  and date of  th is spec if icat ion.  

b.  Type and style of  box required (see 1.2.1 and 1.2.2) .  

http://www.woodencrates.org/standards-order.php
http://www.woodencrates.org/standards/FED-STD-123.pdf
http://www.woodencrates.org/standards-order.php
http://www.woodencrates.org/standards/MIL-STD-129.pdf
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c. When boxes treated wi th preservat ive are required (see 1.2.3) .  

d.  When boxes treated wi th f ire retardant (see 1.2.3)  .  

e.  Type of  load (see 1.2.4).  

f .  When unnai led c losures are required for s tyle A or  B boxes (see 1.2.5).  

g.  Weight of  contents  (see table I I  and I I I ) .  

h.  Qual i t y c lass if icat ion of  c leat  lumber required (see 3.1.2) .  

i .  lumber used for  fabr icat ion of  sk ids  (see 3.1.3)  

j .  In termediate c leat requirements for  domest ic type, and overseas type s tyles I  
and j  (see 3.2.1).  

k . When sk id are not required for  boxes wi th gross weights of  200 pounds or  100 
pounds wi th dimensions of  48 by 24 inches or more (see 3.4) .  

l .  When bevel ing of  sk ids is  required (see 3.4) .  

m. When fourïway entry sk ids are required and when 3 -1/2 by 4 inch bui l t  up sk id 
are required (see 3.4).  

n.  When container manufacturerôs identification is not required (see 3.5).  

o. When plywood and c leats  are to be sanded or water -repel lent  treated (see table 
I ,  3 .1.2 and 3.7) .   

p.  Dimensions of  box (see 3.9) .   

q.  Appl icable level  of  pack ing (see 5.1).   

r .  Whether  boxes are to be shipped assembled or  knocked -down (see 5.1.1).   

s .  When domest ic type boxes require s trapping (see 10.1) .   

t .  When seal jo int specimens are required pr ior  to strapping operat ions (see 
40.1.2.2).   

6.3 Type of load (see 1.2.4, 3.2.1 and 3.2.1.1)  

The construct ion of  an overseas c leated p lywood box is determined by the weight of  
contents and type of  load. Load types are def ined as type 1, easy load; type 2, average 
load; and type 3, d if f icu lt  load; as descr i bed under "Load type" in ASTM D-996,  
Standard Def ini t ions of  Terms Relat ing to Packaging in Dis tr ibut ion Environments .  

6.4 Surface treatment  

A soluble dye mixture found to be sat isfac tory for  use in the test  spec if ied in 4.4.2 is 
known as 7W 6 concentrate and may be procured form the Keystone Ani l ine Co. Under  
some condi t ions of  exposure,  p lywood may become sta ined and d iscolored by mi ldew 
and molds. Such sta in ing is undes irable in boxes or crates when the ident i f icat ion 
mark ing may become obscured. W ater -repel lent preservat ives are ef fect ive in retard ing 
mildew and s imi lar  sta ins.   
  

http://www.woodencrates.org/standards-order.php
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6.5 Definitive specification part number  

 
The Spec if icat ion par t  number is a def ini t ive par t number which wi l l  be formulated to 
ident i f y each i tem. The part number wi l l  be formulated by select ing f rom the 
requirement  opt ions avai lable in  th is spec if icat ion as fo l lows:  

 
Def in i t ive Spec if icat ion part  number           PPPB601    X  X X X X -  XX XX XX  
 
Federal Spec if icat ion number  
 
Type Des ignator  (see 6.5.1)  
 
Style Designator (see 6.5.2)  
 
Grade Des ignator  (see 6.5.3)  
 
Load Des ignator (see 6.5.4)  
 
Assembly Designator (see 6.5.5)  
 
Length in Inches (see 3.8)  
 
W idth in Inches (see 3.8)   
 
Depth in Inches (see 3.8)  
 

6.5.1 Type designator  

 
A one-pos it ion f ie ld used to des ignate the required type of  box (see table IX).  

 
TABLE IX 

Type Designator  Remarks 

D Domest ic Type (See 6.1.1)  

O Overseas Type (See 6.1.2)  

 

6.5.2 Style designator  

 
A one-pos it ion f ie ld used to des ignate the required s tyle of  box (see table X) .  
 

TABLE X 
 

Style Designator  Remarks 

A See f igure 1, 2 and 4  

B See f igure 1 and 2-A  

I  See f igure 1  

J See f igure 1  
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6.5.3 Grade designator  

 
A one-pos it ion f ie ld used to des ignate the required grade of  box (see table XI) .  
 

TABLE XI  
 

Grade Designator  Remarks 

A with preservat ive treatment  

B wi thout  preservat ive treatment  

C wi th f ire preservat ive t reatment  

 

6.5.4 Load designator   

A one-pos it ion f ie ld used to des ignate shipment loads.(see table XI I) .  
 

TABLE XI I  
 

Load Designator  Remarks 

1 Easy (see 6.3)  

2 Average (see 6.3)  

3 Dif f icu lt  (see 6.3)  

 

6.5.5 Assembly designator   

 
A one-pos it ion f ie ld used to des ignate whether the boxes are to be shipped assembled 
or knocked down (see table XI I I) .  

  
 
 
 
 
 

TABLE XI II  
 

Assembly 
Designator  

Remarks 

A Assembled (see 5.1.1)  

K Knocked down (see 5.1.1)  
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6.5.6 Length: Designate the required length of  the box in inches. (see 3.8)   

6.5.7 Width:  Designate the required  width of  the box in inches. (see 3.8)  

6.5.8 Depth: Designate the required depth of  the box in inches.  (see 3.8)  

6.5.9 Sample part number:  

                                                               PPPB601 -    D B B 2 A ï 48 -24 -18 
Federal specif icat ion number  
 
Domestic Type  
 
Style ñBò 
 
Without  preservat ive Trmt  
 
Average load 
 
Assembled 
 
Length 48 ñ 
 
With 24ò 
 
Depth 18 ñ 
 

6.6 Wood preservative selection  

In general,  composit ion C of  TT-W -572 should be the preferred wood preservat ive 
unless end i tems to be packaged in these boxes are food i tems not packaged in sealed 
metal cans or mater ia ls which might be adversely af fected by residual solvents f rom 
the composit ion treatment. The contract ing of f icer should be consul ted i f  there is a 
quest ion concerning the appropr iate wood preservat ive.  

6.7 Recycled material  

I t  is  encouraged that recyc led mater ia l be used when pract ica l as  lon g as i t  meets the 
requirements  of  th is document (see 3.1) .   

6.8 Subject term key word listing  

Boxes  
Cleated-plywood  
Containers   
Shipping  
Wood  
 
  

http://www.woodencrates.org/standards/TT-W-572.pdf
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APPENDIX 

BOX, WOOD, CLEATED-PLYWOOD 

 

10. SCOPE  

10.1  

This appendix covers requirements for steel strapping and inspection for the application of strapping to 

boxes, wood, cleated-plywood. When specified (see 6.2), domestic type boxes shall be strapped in 

conformance with this appendix. Unless otherwise specified (see 6.2), overseas type boxes shall be 

strapped in conformance with this appendix.  

 

20.  APPLICABLE DOCUMENTS  

20.1  

The following specifications and standards, of the issue in effect on date of invitation for bids or request 

for proposal, form a part of this appendix to the extent specified herein:  

 

Federal Specification: 

 

QQ-S-781  - Strapping, Steel, and Seals.  

 

Federal Standard:  

 

FED-STD-101 - Preservation, Packaging, and Packaging Materials: Test Procedures.  

 

30 REQUIREMENTS  

30.1 General 

Strapping required herein shall be performed when the box is packed for shipment. Strapping materials 

shall be furnished by the box packer, and shall be either round wire strapping conforming to class 2, type 

V or VI, finish A or B or flat metal strapping conforming to class 1, type I, III or IV, finish A or B of QQ-S-

781.  

 

http://www.woodencrates.org/standards/QQ-S-781.pdf
http://www.woodencrates.org/standards/FED-STD-101.pdf
http://www.woodencrates.org/standards/QQ-S-781.pdf
http://www.woodencrates.org/standards/QQ-S-781.pdf


PPP-B-601H 
Federal Specification ς Boxes, Wood, Cleated Plywood 

 29 

30.2 Size of strapping  

The diameter of round-wire strapping shall be as given in table XIV, and size of flat strapping shall be as 

given in tables XV or XVI, as applicable.  

 

Table XIV - Diameter of round wire 

Diameter of wire when different numbers of wire are used 

 2 wires 3 or more wires 

Weight of 
contents 

100,000 pounds 
per square inch 
tensile strength 

140,000 pounds 
per square inch 
tensile strength 

100,000 pounds 
per square inch 
tensile strength 

140,000 pounds per 
square inch tensile 

strength 

Pounds Inch Inch Inch Inch 

Up thru 70 0.0720 (15 ga)  0.0720 (15 ga)  0.0720 (15 ga)  0.0720 (15 ga)  

71 thru 125 0.0800 (14 ga)  0.0720 (15 ga) 0.0800 (14 ga) 0.0720 (15 ga) 

126 thru 175 0.0915 (13 ga) 0.0800 (14 ga) 0.0915 (13 ga) 0.0800 (14 ga) 

176 thru 250 0.0915 (13 ga) 0.0915 (13 ga) 0.0915 (13 ga) 0.0915 (13 ga) 

251 thru 400   0.1055 (12 ga) 0.0915 (13 ga) 

401 thru 1000    0.0990 (12ï1/2 ga) 

 

 

Table XV - Size of flat metal bands 

 

Dimensions of flat metal bands when different numbers of bands are used 

Weight of contents 2 bands 3 or more bands 

Pounds Inch Inch 

Up thru 70 3/8 by 0.020 3/8 by 0.020 

71 thru 125 3/8 by 0.020 3/8 by 0.020 

126 thru 175 1/2 by 0.020 1/2 by 0.020 

176 thru 250 5/8 by 0.020 5/8 by 0.020 

251 thru 400  3/4 by 0.020 

401 thru 1000  3/4 by 0.023 

 

Table XVI Size of type III, twist ς tied flat metal strapping 
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 Dimensions when different numbers of bands are used 

Weight of contents not 
exceeding 

2 straps 3 or more straps 

Pounds Inch Inch 

70 0.140 by 0.031 0.138 by 0.025 

 

30.3 Tensile strength 

The strength of the seal joint shall be not less than 75 percent of the tensile strength of the flat or round 

wire strapping, as applicable, when tested as specified in 40.2.  

30.4 Tightness 

The straps shall be drawn tight so as to sink into the wood at the edges. Unless otherwise specified 

herein, straps or wires shall be stapled to the cleats at a distance not to exceed 4 inches from the edge or 

face of the box with cement-coated or chemically etched staples, spaced at intervals of approximately 6 

inches. Strapping on the bottom of the box shall not be stapled. Strapping applied over filler edge cleats 

of the top panel of the box shall not be stapled. Strapping used for unnailed closure boxes shall not be 

stapled. One staple shall be applied over each strap into the through edge cleats on the top panel of the 

box. Staples shall be not less than 0.080 inch in diameter (No. 14 gage), in accordance with FF-N-105 or 

the equivalent cross-section area, unless machine driven, in which case the staple shall be not less than 

0.0475 inch in diameter (No. 18 gage). The length of staple shall be approximately 3/4 inch. When driven 

over flat strap, the staple shall be approximately 1/8 inch wider than the flat metal bands. Staples shall be 

driven so as not to damage the strapping. Staples shall be applied just prior to shipment where 

practicable.  

30.5 Location and number of straps 

All straps shall be applied perpendicular to the edge of the box and be positioned only over the cleats of 

the applicable style of box. Two straps shall be applied lengthwise to the box on the edge cleats over the 

ends, top and bottom for styles A and B. Two straps shall be applied lengthwise (horizontally) to the box 

on the edge cleats over the ends and sides for styles I and J. When intermediate cleats are required on 

the sides, top, or bottom a girth-wise strap shall be located over each intermediate cleat and shall be 

positioned on top of the longitudinal straps. When an intermediate cleat is required on an end panel, 

strapping shall not be required over this intermediate end cleat. In applying straps, care must be 

exercised so that straps do not pass over voids between cleats and thus become susceptible to snagging. 

Alternatively, each lengthwise and girthwise strap may be replaced by three corner flat straps each 8 

inches long and secured to the container by three staples on each leg pneumatically driven through the 

strap into the cleats. The flat strapping shall be the same width, thickness, type, finish and grade as 

specified in 30.1 and table XV. Alternatively, the strapping may be nail on type. Corner straps shall not be 

used on unnailed closure boxes.  
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40. INSPECTION  

40.1 Box inspection 

 Boxes shall be inspected to determine compliance with closure and strapping requirements of this 

appendix. Sampling shall be conducted in accordance with the provisions of MIL-STD-105.  

40.1.1 Inspect ion for closure and strapping  

Classification of defects shall be as specified in table XVII. Sample units for this examination shall be one 

complete box. Lot size shall be expressed in terms of sample units. The inspection level shall be S-3 with 

an acceptance quality level (AQL) of 4.0 defects per 100 units.  

Table XVII - Examination for closure and strapping 

Examine  Defect  

Strapping (flat or round, 
as applicable  

ï Not size specified (see tables XIV, XV and XVI). 

ï Not Applied as specified  

ï Missing strap  

ï Loose strap 

ï Torn or cut strap 

Staples  ï More than 4 inches from edge of box  

ï Less than size specified  

ï Not spaced as specified  

40.1.2 Testing of seal  jo int .   

40.1.2.1  

Unless otherwise specified in 40.1.2.2, three separate joint specimens shall be taken from sample 

containers of each lot of strapped boxes submitted for inspection in 40.1.1 and tested as specified in 

40.2. If the seal strength of one or more of the three specimens is less than the requirements of 30.3 it 

shall be cause for rejection of the lot.  

40.1.2.2  

When specified (see 6.2), three separate joint specimens shall be made prior to the commencement of 

the strapping of containers and each time a different reel of strapping, strapping tools or kinds of seals 

are used and submitted for test as specified in 40.2. If the seal joint strength of one or more of the three 

specimens is less than the requirements of 30.3 it shall be cause for rejection of the lot.  

40.2 Tensile strength test of seal joint  
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The seal joint shall be tested in accordance with Method 2044 of FED-STD-101.  

  

FIG 1-STYLES OF CLEATED PLYWOOD BOXES  

10-1-182 

 

 

 

http://www.woodencrates.org/standards/FED-STD-101.pdf
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TOP PANEL MODIFICATION OF UNNAILED CLOSURE,  

STYLE A, BOX 

FIGURE 1ςA 

10ς1ς615 
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SYMBOL IDENTIFICATION  

 

ά!έ ς ¢²h b!L[{ w9v¦Lw95 LC /[9!¢{ !w9 н ѹέ hw .ahw9 Lb ²L5¢I ό{99 оΦоΦмύ 

ά5έ ς aLb 5L{Φ .9¢²99b C!{¢9b9w !b5 9b5 hC /[9!¢ ¢h .9 bh¢ [9{{ ¢I!b оκнέ Lb/I bhw 

MORE THAN 1 ½ INCH 

 ά{έ ς BOX ASSEMBLY NAIL SPACING (SEE TABLE V AND VI)  

ά²έ ς CLEAT WIDTH (SEE TABLES II AND III)  
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STYLE A  

BOX ASSEMBLY 

 

FIG. 2 - NAILING CHART  

                                               10ς1ς183F  
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PANEL ASSEMBLY- NAILS, STAPLES, OR OTHER TYPES OF FASTENERS MAY BE EMPLOYED AT 

THE OPTION OF THE SUPPLIER (SEE 3.2) FASTENERS SHALL BE STAGGERED IN TWO PARELLEL 

ROWS AS SHOWN. 

BOX ASSEMBLY ς S AND D MAY BE VARIED ENOUGH TO PRVENT NAILS FROM STRIKING 

PANEL ASSEMBLY NAILS OR TO PREVENT NAILS FROM BEING DRIVEN IN TO CRACKS. 

 SYMBOL IDENTIFICATION 

 ά!έ ς   TWO NAILS REQURED IF CLEATS ARE 2-1/4 INCHES OR MORE IN WIDTH      (SEE 3.3.1) 

ά5έ ς   MIN .DIST BETWEEN FASTENER AND END OF CLEAT TO BE NOT LESS THAN 3/4 INCH 

NOR MORE THAN 1-1/2 INCH  

ά{έ ς   BOX ASSEMBLY NAIL SPACING (SEE TABLE V AND VI)  

ά²έ ς CLEAT WIDTH (SEE TABLE II AND III)   
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This information covers remountable boxes, assembled with fasteners other than nails and 
screws, and having the capability of being repeatedly assembled and disassembled. Also for 
boxes where only the lids are to be removed, (or when the lid and one panel are to be removed 
and replaced repeatedly. 

 

 

FIGURE 3 - BOXES, REMOUNTABLE, ASSEMBLED WITH FASTENERS 
OTHER THAN NAILS AND SCREWS 
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STYLE B  

BOX ASSEMBLY  

FIG. 3 - NAILING CHART  
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FIGURE 3A  
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Edge Assembly 

 

FIGURE 3B ς EDGE ASSEMBLY & CORNER ASSEMBLY 

  


